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APPRAISAL RATINGS

EXISTING

(067) STRUCTURE 8
(068) DECK GEOM 7
(069) UNDERCLEAR 4
(070) BRIDGE POST 5
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(072) APPR RDWAY 8
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• Bridge Element Group Textual Data

Bridge 10: 40-1-00077-3-16-00

~ IJan-2014I

Abutments and/or Headwalls:

~ater seeping through cracks in slope protection approximately 10' from toe of
slope. Water standing at toe of slope, South end. Minor settlement of slope
protection at wingwalls.

Bents and/or Piers:

(7) Cap bt 1 has a 1'6" long. h/I crack between bms 1 & 2 and a l' vert. h/I crack
between bms 4 & 5. Ther-o-coat peeling from caps. Dirt and debris on caps, bt's 2 &
3.

Bearings:

Girders/Floor Beams/Stringers and/or Beams:
(8) Paint peeling and minor rust forming on diaphragms at joints.

Truss Members:
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Expansion Joints:

Decks and/or Slabs:
(7) Hairline trans. and map cracking on deck. Spalls on deck have been patched.

Curbs:

Bridge Railing/Parapets and/or Median Barriers:
Bridge and approach rail in place. Hairline cracks w/eff. and minor spalls in parapet
Nalls.

Paint System(s):

Paint peeling from beams and diaphragms.
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Waterway and Scour:

Fender System:

Roadway Alignment:

Long. hairline cracks in approach slabs.

Traffic Signs:

2 bridge end signs in place on 1-77.

Encroachments:
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Miscellaneous Notes:

GPS: 34-04-18, 80-55-34.



SCDOT PONTIS BMS ELEMENT DATA FORM

STRUCTURE NO.: 4010007731600
FACILITY CARRIED: 1-77 SBL
CROSSING: WINDSOR LAKE BLVD S-1196
INSPECTION DATE: 24 JaIl 201j-

Z.3 .JAIJ ,4
DECK: 7 SUPERSTRUCTURE: 8

CULVERT: N

SUBSTRUCTURE: 8

ELEMENT ENVIRONMENT TOTAL
QUANT

PERCENT DISTRIBUTION BY STATE
1 2 345

12 4 7504 0 100 0 0 0
107 4 1014 0 100 0 0 0
205 4 6 0 100 0 0 0
234 4 178 0 100 0 0 0
301 3 89 0 100 0 0 0
302 3 89 0 100 0 0 0
311 3 18 0 100 0 0 0
313 3 18 0 100 0 0 0
321 2 2 0 100 0 0 0
331 2 338 0 100 0 0 0
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