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Attn:  Ms. Nathalia Chandler, P.E. 

 

Re:  Geotechnical Subsurface Data Report 
S‐45 (Lester Road) Over Little Pee Dee Swamp ‐ Two Bridge Replacements 
Dillon County, South Carolina  
 

Dear Ms. Chandler: 

Froehling & Robertson, Inc. (F&R) is pleased to present this geotechnical subsurface data report 

for the proposed S‐45 (Lester Road) over Little Pee Dee Swamp bridge replacement project in 

Dillon County, South Carolina.   

 

The purpose of this geotechnical subsurface data report is to present the results of the subsurface 

exploration program and  laboratory  testing undertaken by Froehling & Robertson,  Inc.  (F&R).  

Our  services  were  performed  in  general  accordance  with  your  work  order  Number 

FR#14‐18‐031751 dated  February 14,  2018,  and  as  authorized by  your  office  per  our On‐Call 

Contract with SCDOT (Contract Number S‐147‐14).   

 

The  attached  report  presents  our  understanding  of  the  project,  reviews  our  exploration  and 

testing  procedures,  describes  existing  site  and  general  subsurface  conditions  at  the  boring 

locations and presents the results of our field and laboratory tests. 
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We have enjoyed working with you on this project.  Please contact us if you have any questions 

regarding this report or if we may be of further service. 

Sincerely, 
FROEHLING & ROBERTSON, INC. 
 
 
 
 
 
 
Benedictus K. Azumah, P.E.  Marving L. Farmer, P.E. 
Geotechnical Services Manager  Branch Manager, Senior Engineer 

 

 

 

 

 

 
BKA/RAF/KCR/MLF  
 
Email Distribution: ChandlerNR@scdot.org 
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1.0 PURPOSE & SCOPE OF SERVICE 

The purpose of this geotechnical subsurface data report is to provide the SCDOT with geotechnical 

information in the area of the proposed S‐45 (Lester Road) replacement bridges over Little Pee Dee 

Swamp in Dillon County, South Carolina.   Froehling & Robertson,  Inc.  (F&R) received the SCDOT 

Work Order No. FR#14‐18‐031751 dated February 14, 2018, in reference to this project. 

F&R’s scope of services included the following: 

 A site reconnaissance to observe existing surface conditions and layout proposed borings at 

locations as close as possible to the test boring and sounding locations shown on the Test 

Location Plan provided to us by your office. 

 Coordination of underground utility location and clearance with Palmetto Utility Protection 

Service (PUPS) – South Carolina 811.   

 Completion of  two  soil  test  borings with  Standard Penetration  Testing  (SPT),  four  auger 

probe  borings  with  collection  of  bulk  soil  samples,  two  cone  penetration  test  (CPT) 

soundings, and one shear wave velocity measurement using surface methods.   

The  soil  test  borings  (STB)  were  designated  as  Borings  STB‐103,  STB‐103A  and  

STB‐104A.   The auger probe borings were designated as HA‐01 through HA‐04.   The CPT 

soundings were designated as CPT‐103, CPT‐103A, CPT‐104, and CPT‐104A.  Boring STB‐103, 

CPT sounding CPT‐103, and Auger Probe boring HA‐03 were located adjacent to the south 

end of Bridge No. 2 with structure No. 1770004500200 and near Latitude 34.332833 and 

Longitude ‐79.324381.  CPT sounding CPT‐104, and Auger Probe Boring HA‐04 were located 

adjacent to the north end of Bridge No. 2.   Boring STB‐103A, CPT sounding CPT‐103A, and 

Auger Probe Boring HA‐01 were  located adjacent  to  the south end of Bridge No. 3 with 

structure  No.  1770004500300  and  near  Latitude  34.333789  and  Longitude  ‐79.323477.  

Boring  STB‐104A,  CPT  sounding  CPT‐104A,  and Auger  Probe Boring HA‐02 were  located 

adjacent to the north end of Bridge No. 3.  Borings STB‐103, STB‐103A, and STB‐104A were 

advanced  to  termination  depths  of  approximately  18  feet,  100  feet  and  100  feet, 

respectively. CPT soundings CPT‐103, CPT‐104, CPT‐103A, and CPT‐104A were advanced to 

termination depths of approximately 43 feet, 31.5 feet, 36.5 feet, and 43.9 feet, respectively.  
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Auger  probe  Borings  HA‐01  through  HA‐04  were  advanced  to  a  termination  depth  of 

approximately 10 feet.   

The shear wave velocity array was located near Bridge No. 3. 

The exploration also included making observations for the presence of ground water, dense 

soil strata, and measuring their depths below the existing ground surface.  

 Preparation of STB logs using the South Carolina Department of Transportation (SCDOT) gINT 

format.  Provision of raw data generated from CPT soundings.  

 Performing soil laboratory testing including Wash No. 200, Atterberg limits, water content 

and Corrosion Series on selected soil samples obtained from the borings. 

 Preparation of this geotechnical data report summarizing our work on the project including 

a description of the subsurface conditions encountered at the existing bridge locations.  

F&R’s geotechnical services did not include recommendations regarding the proposed project, 

topographic  or  field  surveying,  development  of  quantity  estimates,  preparation  of  plans  and 

specifications, or the identification and evaluation of wetlands or other environmental aspects 

of the project site.  

2.0 PROJECT INFORMATION 

2.1 Site Location and Description 

The project site is located along S‐45 (Lester Road) at the crossing of Little Pee Dee Swamp in Dillon 

County, South Carolina.   Three existing bridges are present; the southern, middle, and the northern 

bridge.  The proposed two bridge replacement includes the middle and the northern bridge.  For 

reference, middle bridge is referred to as Bridge No. 2 with structure No. 1770004500200 and the 

northern bridge is referred to as Bridge No. 3 with structure No. 1770004500300.   Bridge No. 2 is 

about 90 feet long and Bridge No. 3 is about 150 feet long.  Little Pee Dee Swamp flows towards the 

east.  

Both bridges are oriented to the northeast‐southwest and carry two travel  lanes of Lester Road 

across Little Pee Dee Swamp.  Bridge approach embankments are about eight to ten feet tall and 
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embankment slopes are approximately 2H to 1V or flatter.  The areas adjacent to the bridges are 

wooded with mature trees and brush.  

Based on site plans provided to F&R, the stationing at several  site  features described above are 

included in the table below for reference. 

Table 1 – Site Features and Stations 

Site Feature 
Approx. Begin 

Station 
Approx. End 

Station 
Alignment  

South Bridge (Bridge No. 1)   38+15  38+75  S‐45 Existing Center Line

Middle Bridge (Bridge No. 2)  45+45  46+45  S‐45 Existing Center Line

North Bridge (Bridge No. 3)   49+80  51+30  S‐45 Existing Center Line

The topography of the site is generally level and flat with ground surface elevations on the pavement 

ranging from about Elevation (EL) 78 to 79.  

The site  location is shown on the attached Site Vicinity Map in Appendix I, Figure No. 1.   F&R 

obtained information regarding the site from the Test Location Plan: S‐45 (Lester Road) over the 

Little  Pee  Dee  Swamp;  2  Bridge  Replacements which was  provided  to  us  by  your  office.    F&R 

obtained additional site information during our site visits and through our review of available site 

aerial photography.  

2.2 Project Information and Proposed Construction 

The proposed project includes replacement of the two existing S‐45 Bridge Numbers 2 and 3 over 

Little Pee Dee Swamp in Dillon County, South Carolina.  As part of the project planning requirements, 

F&R was requested to perform a geotechnical subsurface exploration  including soil  test borings, 

auger probe borings, CPT soundings, shear wave velocity measurements, and soil laboratory testing 

of the site soils and to provide a geotechnical subsurface data report for the proposed development.  

F&R  received  a Work  Order  Request  for  Subsurface  Exploration  and  Laboratory  Testing  dated 

January 11, 2018 (revised February 9, 2018).  

Existing  Bridges No.  2  and No.  3 will  be  removed  and  replaced with  new bridges  on  the  same 

alignment.   Per the Test Location Plan, two soil test boring (STB) locations, two CPT locations and 

four auger probe boring locations were identified and marked for our use during our subsurface 
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exploration.  The subsurface exploration at the STB locations included Standard Penetration Testing 

(SPT) to a depth of 100 feet.  The CPT sounding depth was 100 feet.  The stationing at the as‐drilled 

test boring or sounding locations described above, the tests depths, and soil samples obtained 

are presented in the table below for reference. 

Table 2 – Test Locations and Stations 

Soil Test 
Location  

 Relative Location to 
Bridge  

Station of As‐Drilled 
Boring Location 

Test 
Depth 
(ft) 

Remarks  

STB‐103  South End Bridge No. 2   45+27.49 5.45 ft RT 18 
Location conflict. Terminated at 18 ft 

and re‐drilled as STB‐103A  

CPT‐103  South End Bridge No. 2   45+33.55 2.99 ft LT  43 
Location conflict. Re‐drilled as  

CPT‐103A 

CPT‐104  North End Bridge No. 2   46+51.27 11.86 ft LT 31.5 
Location conflict. Re‐drilled as  

CPT‐104A 

STB‐103A  South End Bridge No. 3   49+64.15 5.71 ft RT 100  Obtain Split Spoon SPT Samples 

STB‐104A  North End Bridge No. 3   51+44.02 3.09 ft LT  100  Obtain Split Spoon SPT Samples 

CPT‐103A  South End Bridge No. 3   49+68.15 12.0 ft LT  36.5  CPT Sounding 

CPT‐104A  North End Bridge No. 3   51+45 13 ft LT  43.9  CPT Sounding 

HA‐01  South End Bridge No. 3   49+61.88 5.71 ft RT 10  Bulk Sample for Corrosion Series 

HA‐02  North End Bridge No. 3   51+49.00 3.09 ft LT  10  Bulk Sample for Corrosion Series 

HA‐03  South End Bridge No. 2   45+36.34 0.98 ft LT  10  Bulk Sample for Corrosion Series 

HA‐04  North End Bridge No. 2   46+46.90 0.34 ft LT  10  Bulk Sample for Corrosion Series 

Shear  
Wave Vel. 

Near Bridge No. 3  ‐  100  ReMi Test 

 

The soil laboratory testing scope provided by SCDOT included water content, Atterberg limits, Wash 

No. 200, corrosion potential series including pH, resistivity, chloride and sulfate content tests.   A 

description  of  the  various  subsurface  exploration  tests  and  soil  laboratory  tests  performed  are 

presented in subsequent sections of this report.  

 

3.0 SUBSURFACE EXPLORATION PROCEDURES 

3.1 Soil Test Borings 

The  soil  test  borings  were  conducted  by  our  drilling  subcontractor,  Soil  Consultants,  Inc.,  of 

Charleston,  South  Carolina,  between  February  15  and  20,  2018,  under  the  supervision  of  a 
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licensed Professional Engineer from F&R.  The Standard Penetration Test (SPT) was performed at 

the  boring  locations  in  general  accordance  with  ASTM  D1586,  “Standard  Test  Method  for 

Penetration test and Split Barrel Sampling of Soils.”     

The drill rig used for this project was an All‐Terrain‐Vehicle (ATV)‐mounted, CME‐550X, equipped 

with an automatic hammer.  The test holes were advanced using the rotary wash technique.  A 

3⅞‐inch diameter tri‐cone roller bit attached to hollow AW drilling rods and several lineal feet of 

4‐inch diameter steel casings were used in the drilling process.  A viscous slurry mixture consisting 

of bentonite powder and water was introduced into the soil borings to wash out the soil cuttings 

and keep the walls of the boring open.     

The subsurface exploration program included two SPT borings and four auger probe borings.  The 

SPT borings and auger probe borings were designated as Borings STB‐103, STB‐104, and HA‐01 

through  HA‐04,  respectively.    Due  to  conflicts  in  the  test  location  descriptions  provided  to  us,  

STB‐103 was  incorrectly  located  in  the  field and drilled to a depth of 18  feet below the existing 

ground surface.  As soon as the test location conflict was resolved, this boring was re‐located and 

re‐drilled at the correct location and designated as STB‐103A. STB‐104A, however, was drilled at the 

correct  location.    Borings  STB‐103A  and  STB‐104A  were  advanced  to  a  termination  depth  of 

approximately 100 feet below the existing ground surface.  

SPT was performed continuously from the existing ground surface to a maximum depth of 20 

feet in the Borings STB‐103, STB‐103A and STB‐104A.  Thereafter, boreholes were advanced and 

SPT  performed  at  approximate  5‐foot  intervals  to  their  termination  depth.    In  auger  probe 

borings  HA‐01  through  HA‐04,    3¾‐inch  internal  diameter  hollow  stem  augers  were  used  to 

advance these borings to a depth of 10 feet in order to obtain bulk soil samples.  

Approximate  boring  locations  are  identified  on  Figure  No.  2  –  Test  Location  Plan,  which  is 

included in Appendix I of this report.  Boring and sounding locations were staked at the site by 

personnel  from  F&R.   We  staked  the  borings  and  soundings  by measuring  from  existing  site 

features  including  the  existing  bridges  and  pavement  edges  by  referencing  the  borings  and 

soundings to the site features shown on the provided site plan.  As such, the boring and sounding 

locations as shown in the figures should be considered approximate.   



 

 

SCDOT, Pee Dee RPG‐2                                                       S‐45 Over Little Pee Dee Swamp ‐ Two Bridge Replacements 
F&R Project No. 65V‐0174    Dillon County, South Carolina 
SCDOT Project No. P031751    March 22, 2018 

Page 6 of 9 

Soil samples were obtained with a standard 2‐inch O.D. and 30‐inch long split‐spoon sampler with 

each SPT being driven with a 140‐lb automatic hammer falling 30 inches.  The number of blows 

required to drive the sampler each 6‐inch increment of penetration was recorded and are shown 

on the boring logs.  The first six‐inch increment is used to seat the sampler with the sum of the 

second and  third penetration  increments being  termed  the SPT value,  “N.”   A  representative 

portion of each disturbed split‐spoon sample was collected with each SPT, placed in a glass jar, 

and returned to our laboratory for review and testing.  The boring logs provided in Appendix II 

show  the  subsurface  conditions  encountered  on  the  dates  and  at  the  approximate  locations 

indicated.   

The completed boreholes performed were partially backfilled with drilling spoils and capped with 

grout after 24‐hour groundwater level readings were obtained.  The augured holes through the 

asphalt  pavement were backfilled with  asphalt  cold patch  for  the  remaining depth up  to  the 

ground surface.  By the nature of the work performed, the drilling activities result in disturbances 

to the site.    The borehole backfill may subside at some time following our work.  F&R assumes 

no responsibility for borehole subsidence after completion of the field exploration and departing 

the site.  For continued safety, the boreholes should be occasionally observed by others with any 

needed additional backfilling then being performed.  

3.2 Cone Penetration Test Sounding 

The  CPT  soundings  conducted  for  our  subsurface  exploration  were  performed  by  our  sub‐

contractor  Palmetto  Insitu,  LLC,  of  Charleston,  South Carolina,  from February  15  through 20, 

2018.  The CPTs were performed as close as possible to each of the proposed test locations in 

general accordance with ASTM D5778 and ASTM D6635, respectively.  The CPTs are designated 

as CPT‐103 and CPT‐104.  Again, due to conflicts in the test location descriptions, CPT‐103 and CPT‐

104 were incorrectly located in the field and drilled to refusal at depths of 43 feet for CPT‐103 and 

31.5  feet  for  CPT‐104.    As  soon  as  the  test  location  conflicts  were  resolved,  these  tests  were 

performed at their correct locations and designated as CPT‐103A and CPT‐104A.  The borings were 

advanced to refusal depths of 36.5 feet for CPT‐103A and 43.9 feet for CPT‐104A.  The CPT locations 

are identified on Figure No. 2 ‐ Test Location Plan included in Appendix I of this report.   
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The equipment used for the CPT exploration includes an electronic 15 cm2 Vertek seismic cone.  

The  equipment  was  hydraulically  advanced  into  the  soil  using  a  Vertek  S4  Scorpian  CPT  rig 

capable of 20 tons of thrust.  The collected raw data was processed by Palmetto Insitu, LLC, using 

Bentley’s gINT V8i  SS2  software  (version 08.30.04.206) and Dataforensics, RapidCPT  software 

(version  4.2.2.0).    The  legend  used  for  the  SBT  correlations  is  based  on  Robertson  and 

Campanella: 1990 and is included with the CPT results provided in Appendix III.  An electronic file 

(in .CSV file format) containing the CPT results is being submitted under separate cover.  

3.3 Test Location Control 

Upon completion of drilling and sounding, our  surveying subcontractor, Chao and Associates, 

Inc.,  of  Columbia,  South  Carolina,  surveyed  the  as‐drilled  boring  and  sounding  locations  and 

obtained  ground  surface  elevations,  South  Carolina  State  Plane  northern  and  eastern  GPS 

coordinates, latitude and longitude coordinates, and station and offset data in reference to the 

existing  alignment  of  S‐45.    Surveying  was  performed  in  accordance  with  the  rules  and 

regulations governing the practice of surveying in the State of South Carolina.  Horizontal datum 

was  referenced  to  SCSPCS  and  Vertical  datum was  referenced  to NGVD88.    The  survey  data 

obtained from the as‐drilled boring and sounding locations are presented on the soil boring and 

CPT logs in Appendices II and III of this report.   

3.4 Geophysical Testing 

A Refraction Microtremor (ReMi) survey was performed at one location (array) longitudinal to 

the road and just to the north side of Bridge No. 3. The ReMi survey was conducted to provide 

estimated measurements of the soil shear wave velocity in the upper 100 feet. The dispersive 

characteristic of Rayleigh waves when traveling through a layered medium is measured from the 

surface, which makes the method nondestructive and nonintrusive.  A seismic source (ambient 

“noise”) is applied at the ground surface where vertical transducers record the propagation of 

surface waves.   By analyzing the phase information for each frequency contained in the wave 

train, the Rayleigh and shear wave velocity can be determined.  The data was processed using 

SeisOpt®  ReMi™  software  to  reveal  a  one‐dimensional  average  shear‐wave  (S‐wave)  velocity 

structure for the array.  The survey was performed to provide the average shear wave velocity to 

a depth of 100 feet used to determine the seismic Site Classification in accordance with Chapter 
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16 of the 2015 International Building Code (IBC).   The result of the geophysical test is included in 

Appendix V of this report.  

3.5 Laboratory Review and Testing of Soil Samples 

The  recovered  split‐spoon  samples  were  visually  classified  by  F&R  engineers  in  general 

accordance with the ASTM D2488, “Standard Practice for Description and Identification of Soils 

(Visual‐Manual Method).”   

Laboratory testing was performed on several of the split‐spoon and bulk samples obtained from 

various  depths  in  the  borings.    The  testing was  performed  for  soil  classification  purposes  in 

accordance with the Unified Soil Classification System (USCS) and American Association of State 

Highway and Transportation Officials (AASHTO).  The testing consisted of 15 water content tests 

(ASTM D2216),  15 Wash  No.  200  Sieve  tests  (ASTM D1140),  15  Atterberg  Limit  tests  (ASTM 

D4318), and four corrosion series tests including pH, Chloride, Sulfate, and Resistivity (AASHTO 

T289, T291, T290, and ASTM G187).   

Laboratory test results are presented in the Summary of Laboratory Test Results table included 

in Appendix IV of this report.  Individual laboratory test data sheets are also included herein.  We 

will retain the recovered soil samples in our laboratories up to the completion of construction for 

the proposed structures or seven years from the date of this report.  

4.0 LIMITATIONS 

There are important limitations to this and all geotechnical studies.  Some of these limitations 

are discussed in the information prepared by the Geoprofessional Business Association (GBA), 

which is included in Appendix V.  We recommend that you review the GBA information. 

This  report  has  been  prepared  for  the  exclusive  use  of  South  Carolina  Department  of 

Transportation – Pee Dee Regional Production Group 2 or their agents, for the specific application 

to the proposed S‐45 (Lester Road) replacement bridges over Little Pee Dee  Swamp located in 

Dillon  County,  South  Carolina,  in  accordance  with  generally  accepted  soil  and  foundation 

engineering practices.  No other warranty, express or implied, is made.  Our exploration is based 

on site  location  information furnished to us; and generally accepted geotechnical engineering 

practice.  The subsurface exploration logs included herein, do not reflect variations in subsurface 

conditions, which could exist intermediate of the boring and sounding locations or in unexplored 

areas of the site.  In areas where variations from the available subsurface data become apparent 
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during construction, it will be necessary to perform additional subsurface exploration based upon 

on‐site observations of the conditions.  

 



 

 

 

 

 

 

 

 

 

 

 

 

APPENDIX I 

Site Vicinity Map (Figure No. 1) 

Test Location Plan (Figure No. 2) 

Photographs of Tests Being Performed (Figure Nos. 3A through 3F) 
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Figure No. 3A: Photograph of CPT-103A Being Performed
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Figure No. 3B: Photograph of CPT-104A Being Performed
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Figure No. 3C: Photograph of STB-103A Being Drilled
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Figure No. 3D: Photograph of STB-104A Being Drilled
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Figure No. 3E: Photograph of HA-01 Being Drilled
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Figure No. 3F: Photograph of HA-02 Being Drilled



 

 

 

APPENDIX II 

SCDOT Material Description, Classification, and Logging 
Key to Soil Classifications 
Soil Classification Chart 
Soil Test Boring Logs (STB‐103, STB‐103A, STB‐104A) 
Auger Probe Boring Logs (HA‐01 through HA‐04) 
Subsurface Soil Profile (Figure No. 4) 

 
 

   







 
  

KEY TO SOIL CLASSIFICATION 
 
 Correlation of Penetration Resistance with 
 Relative Density and Consistency 
 
        Sands and Gravels          Silts and Clays 

 No. of Relative  No. of Relative 
Blows, N Density  Blows, N Density  

 0 -  4 Very loose  0 -  2 Very soft 
 5 - 10 Loose                                                  3 -  4                          Soft 
11 - 30 Medium dense                                    5 -  8                          Firm 
31 - 50 Dense                                                  9 - 15                         Stiff 
Over 50 Very dense 16 - 30 Very stiff 
  31 - 50 Hard 
  Over 50 Very hard 
 
 Particle Size Identification 
 (Unified Classification System) 

Boulders: Diameter exceeds 8 inches 

Cobbles: 3 to 8 inches diameter 

Gravel: Coarse - 3/4 to 3 inches diameter 
 Fine   - 4.76 mm to 3/4 inch diameter 

Sand: Coarse - 2.0 mm to 4.76 mm diameter 
 Medium - 0.42 mm to 2.0 mm diameter 
 Fine   - 0.074 mm to 0.42 mm diameter 

Silt and Clay: Less than 0.07 mm (particles cannot be seen with naked eye) 
 
 Modifiers 

The modifiers provide our estimate of the amount of silt, clay or sand size particles in the soil 
sample. 
 
Approximate 

Content 
 

Modifiers 
 Field Moisture 

Description 
 

           ≤ 5%: 
 
Trace 

 Saturated: Usually liquid; very wet, usually 
from below the groundwater table 

  5% to 12%: Slightly silty, slightly clayey, 
slightly sandy 

 Wet: Semisolid; requires drying to attain 
optimum moisture 

12% to 30%: Silty, clayey, sandy  Moist: Solid; at or near optimum moisture 
30% to 50%: Very silty, very clayey, very 

sandy 
 Dry: Requires additional water to attain 

optimum moisture 
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GC

GM

GP

GW

SM

GRAPH

SYMBOLS
MAJOR DIVISIONS

SOIL CLASSIFICATION CHART

PT

OH

CH

MH

OL

CL

SC

SP

COARSE
GRAINED
SOILS

SW

TYPICAL

DESCRIPTIONS

WELL-GRADED GRAVELS, GRAVEL -
SAND MIXTURES, LITTLE OR NO
FINES

POORLY-GRADED GRAVELS,
GRAVEL - SAND MIXTURES, LITTLE
OR NO FINES

SILTY GRAVELS, GRAVEL - SAND -
SILT MIXTURES

ML

SANDS WITH
FINESMORE THAN 50%

OF COARSE
FRACTION

PASSING ON NO.
4 SIEVE

MORE THAN 50%
OF COARSE
FRACTION

RETAINED ON NO.
4 SIEVE

INORGANIC CLAYS OF LOW TO
MEDIUM PLASTICITY, GRAVELLY
CLAYS, SANDY CLAYS, SILTY
CLAYS, LEAN CLAYS

ORGANIC SILTS AND ORGANIC
SILTY CLAYS OF LOW PLASTICITY

INORGANIC SILTS, MICACEOUS OR
DIATOMACEOUS FINE SAND OR
SILTY SOILS

INORGANIC CLAYS OF HIGH
PLASTICITY

ORGANIC CLAYS OF MEDIUM TO
HIGH PLASTICITY, ORGANIC SILTS

PEAT, HUMUS, SWAMP SOILS WITH
HIGH ORGANIC CONTENTS

CLEAN
GRAVELS

GRAVELS WITH
FINES

(LITTLE OR NO FINES)

SILTS
AND
CLAYS

LIQUID LIMIT
LESS THAN 50

LIQUID LIMIT
GREATER THAN 50

HIGHLY ORGANIC SOILS

NOTE:  DUAL SYMBOLS ARE USED TO INDICATE BORDERLINE SOIL CLASSIFICATIONS

GRAVEL
AND

GRAVELLY
SOILS

(APPRECIABLE
AMOUNT OF FINES)

(APPRECIABLE
AMOUNT OF FINES)

(LITTLE OR NO FINES)

FINE
GRAINED
SOILS

SAND
AND
SANDY
SOILS

CLEAN SANDS

SILTS
AND
CLAYS

CLAYEY GRAVELS, GRAVEL - SAND -
CLAY MIXTURES

WELL-GRADED SANDS, GRAVELLY
SANDS, LITTLE OR NO FINES

POORLY-GRADED SANDS,
GRAVELLY SAND, LITTLE OR NO
FINES

SILTY SANDS, SAND - SILT
MIXTURES

CLAYEY SANDS, SAND - CLAY
MIXTURES

INORGANIC SILTS AND VERY FINE
SANDS, ROCK FLOUR, SILTY OR
CLAYEY FINE SANDS OR CLAYEY
SILTS WITH SLIGHT PLASTICITY

MORE THAN 50%
OF MATERIAL IS
SMALLER THAN
NO. 200 SIEVE

SIZE

MORE THAN 50%
OF MATERIAL IS
LARGER THAN
NO. 200 SIEVE

SIZE
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FILL: Medium dense, moist, brown, fine to
coarse, CLAYEY SAND (SC/A-2-6) some
fines

(7.5YR 5/6)

Medium dense to very loose, moist,
grayish-brown, fine to coarse, POORLY
GRADED SAND WITH SILT (SP-SM/A-3),
few fines

(7.5YR 5/2)

SS-4: LL=NP, PL=NP,
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32.5

52.5

PEE DEE FORMATION: Very stiff, moist,
dark gray, SANDY FAT CLAY (CH/A-7-6)

(GLEY 2 4/5B)

SS-12: LL=51, PL=16, PI=35

NMC=41.7%, #200=58.1%

Dense to very dense, wet, fine to coarse
POORLY GRADED SAND WITH SILT
(SP-SM/A-3), with trace gravel fragments,
few fines

(GLEY 2 4/5B)

SS-14: LL=NP, PL=NP

NMC=24.5%, #200=6.6%

Medium dense to very dense, moist, dark
gray,  CLAYEY SAND (SC/A-2-7), with
little gravel fragments, little to some fines

(GLEY 2 4/5B)

SS-17: LL=82, PL=27, PI=55
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NMC=41.8%, #200=24.5%
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Site Description:
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87.5

100.0

Very dense, moist, fine to medium
CLAYEY SAND (SC/A-2-6), little to some
fines

(GLEY 2 4/5B)

Boring terminated at 100 feet. Boring
backfilled with drilling spoils and grout after
24-hour water level reading.
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Site Description:
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0.5

3.0

8.0

12.0

18.0

22.5

28.0

6 Inches Asphalt

FILL: Medium dense, moist,
reddish-brown, fine to coarse SILTY
SAND (SM/A-3)

(10YR 5/6)

Medium dense to loose, moist, brown, fine
to coarse POORLY GRADED SAND
(SP/A-3) with trace organics, trace fines

(7.5YR 5/6)

SS-3: LL=NP, PL=NP, NMC=7.7%,
#200=3.3%

Loose to dense, wet, brown, fine to coarse
POORLY GRADED SAND WITH SILT
(SP-SM/A-3) with trace organics, few fines

(7.5YR 5/6)

SS-5: LL=NP, PL=NP, NMC=24.3%,
#200=9.1%

ALLUVIUM: Medium dense, wet, brown,
fine to coarse POORLY GRADED SAND
(SP/A-3) with trace organics

(7.5YR 5/6)

SS-7: LL=NP, PL=NP, NMC=15.4%,
#200=4.2%

Medium dense, wet, brown, fine to coarse
POORLY GRADED SAND WITH SILT
(SP-SM/A-3), mostly wood

(7.5YR 5/6)

SS-10: LL=NP, PL=NP, NMC=33.6%,
#200=6%

Medium dense, wet, grayish-brown, fine to
coarse, POORLY GRADED SAND WITH
SILT (SP-SM/A-3), with some gravel
fragments

(7.5YR 5/2)

SS-11: LL=NP, PL=NP, NMC=17.4%,
#200=6.6%
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8 ft

S-45 Lester Road over Little Pee Dee Swamp
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Site Description:

Sampler Configuration Liner Required:
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Bore Hole Diameter (in):
Drill Machine:

Continued Next Page
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Rock Core, 1-7/8"
Cuttings
Continuous Tube

SAMPLER TYPE

79.3232412

Driller:
Energy Ratio:

51+44.02

4

3.09 ft LT

Drill Method:

Existing CL

N/A

Soil Depth: Core Depth:
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Boring Location:
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Route:
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52.5

PEE DEE FORMATION: Very dense to
dense, wet, dark gray, fine to coarse
POORLY GRADED SAND WITH SILT
(SP-SM/A-3), with fat clay pockets

(GLEY 2 4/5B)

SS-12: LL=NP, PL=NP, NMC=26%,
#200=6.2%

Dense to medium dense, moist, dark gray,
CLAYEY SAND (SC/A-2-4), some fines

(GLEY 2 4/5B)

SS-17: LL=26, PL=17, PI=9, NMC=40.6%,
#200=30.9%
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72.5

82.5

Dense to medium dense, moist, dark gray,
fine to coarse, CLAYEY SAND (SC/A-2-6),
little to some fines

(GLEY 2 4/5B)

Hard to very hard, moist, dark gray, 
SANDY FAT CLAY (CH/A-7-6)
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Site Description:
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Drill Machine:
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N/A

Soil Depth: Core Depth:

LEGEND

Boring Location:

0 ft

Hollow Stem Auger
Continuous Flight Augers
Driving Casing

Hammer Type:

Route:

Groundwater: 24HR

Liner Used:

7.2 ft

100 ft
78.9 ft

E
le

va
tio

n
(f

t)

18.9

13.9

8.9

3.9

-1.1

D
ep

th
(f

t) MATERIAL DESCRIPTION

S
am

pl
e

D
ep

th
(f

t)

N
 V

al
ue

G
ra

ph
ic

Lo
g

100 ft
Y

S
am

pl
e

N
o.

/T
yp

e

 SPT N VALUE 

 FINES CONTENT (%)
10 20 30 40 50 60 70 80 900

DillonCounty:Project ID:

Eng./Geo.:

Core Size:

Date Started:
Total Depth: Date Completed:

PL LL

DRILLING METHOD
-
-
-

86%

NQ
CU
CT

-
-
-

Boring No.:

Split Spoon
Undisturbed Sample
Rock Core, 1-1/8"

PO31751
S-45

Automatic

MC

STB-104A

Soil Test Log

SS
UD
AWG

SCI

Latitude: Longitude:

1s
t 

6"

2n
d 

6"

3r
d 

6"

4t
h 

6"

S
C

_D
O

T
  6

5V
01

74
 L

O
G

S
.G

P
J 

 S
C

D
O

T
 D

A
T

A
 T

E
M

P
LA

T
E

_0
1_

30
_2

01
5

.G
D

T
  3

/2
2/

1
8

NN



100.0

(GLEY 2 4/5B)

Boring terminated at 100 feet.

Boring backfilled with drilling spoils and
grout after 24-hour water level reading.
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10.0

FILL: Sampled as moist, brown, fine to
coarse, CLAYEY SAND (SC/A-2-6) some
fines

(7.5YR 5/6)

BULK SAMPLE: HA-01

Soil Resistivity = 499 ohms-cm

Chlorides-S = 44 mg/kg

Sulfate-S = 65 mg/kg

pH (distilled water) = 4.1

pH (0.01M Calcium Chloride) = 3.9

Boring terminated at 10 feet.

Boring backfilled with drilling spoils and
grout.
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Offset: Alignment:

TOB

Y N

3.75" ID HSACME-55
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qwert

10.0

FILL Sampled as moist, brown, fine to
coarse POORLY GRADED SAND
(SP/A-3) with trace organics, trace fines

(7.5YR 5/6)

BULK SAMPLE: HA-02

Soil Resistivity = 502 ohms-cm

Chlorides-S = 37 mg/kg

Sulfate-S = 35 mg/kg

pH (distilled water) = 4.2

pH (0.01M Calcium Chloride) = 3.9

Boring terminated at 10 feet.

Boring backfilled with drilling spoils and
grout.
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6.0

10.0

FILL Sampled as moist, grayish-brown,
fine to coarse, POORLY GRADED SAND
WITH SILT (SP-SM/A-3), with little
organics and gravel fragments, few fines

(7.5YR 5/2)

BULK SAMPLE: HA-03

Soil Resistivity = 493 ohms-cm

Chlorides-S = 100 mg/kg

Sulfate-S = 39 mg/kg

pH (distilled water) = 4.7

pH (0.01M Calcium Chloride) = 4.0

ALLUVIUM Sampled as moist,
grayish-brown, fine to coarse, POORLY
GRADED SAND WITH SILT (SP-SM/A-3),
with little organics and gravel fragments,
few fines

(7.5YR 5/2)

Boring terminated at 10 feet.

Boring backfilled with drilling spoils and
grout.
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Continuous Tube
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Driller:
Energy Ratio:

45+36.34
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Drill Method:

Existing CL

N/A

Soil Depth: Core Depth:
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Boring Location:
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Hammer Type:
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8.0

10.0

FILL Sampled as moist, grayish-brown,
fine to medium, SILTY SAND (SM/A-2-4),
little to some fines

(7.5YR 5/2)

BULK SAMPLE: HA-04

Soil Resistivity = 504 ohms-cm

Chlorides-S = 22 mg/kg

Sulfate-S = 51 mg/kg

pH (distilled water) = 5.1

pH (0.01M Calcium Chloride) = 4.0

ALLUVIUM Sampled as moist, dark
brown, fine to coarse, CLAYEY SAND
(SC/A-2-7), trace root fragments, little
organics, gravel fragments, and few fines

(7.5YR 5/2)

Boring terminated at 10 feet.

Boring backfilled with drilling spoils and
grout.
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Continuous Tube
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N/A
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TEST METHODS:

PalmettoINSITU, LLC executes exploration projects in general accordance with published American Society for
Testing and Material (ASTM) procedures; the United States Department of Transportation (USDOT), Federal High-
way Administration (FHA), National Highway Institute (NHI) recommendations; and within generally acceptable in-
dustry practices. These include but are not limited to:

 ASTM D5778: Standard Test Method for Performing Electronic Friction Cone and Piezo Cone Penetra-
tion Testing of Soils (CPTu)

 ASTM D7400: Standard Test Methods for Downhole Seismic Testing (SCPTu)

 ASTM D6635: Standard Test Method for Performing the Flat Plate Dilatometer (DMT)

 International Society for Soil Mechanics and Geotechnical Engineering (ISSMGE): The Flat Dilatome-
ter Test (DMT) in Soil Investigations: A Report by the ISSMGE Committee TC16

 USDOT, FHA and NHI: Subsurface Investigation Publication No. FHWA-NHI-05-035. July 2006.

INSTRUMENTATION:

PalmettoINSITU, LLC Performs Daily Inspections of its Instrumentation as part of its Quality Assurance (QA)
Program.

Each Instrument or Critical Measuring Gauge is calibrated as prescribed within one or more of the aforementioned
Standards by its manufacturer; an American National Standard Institute (ANSI); or an International Standard (ISO)
Laboratory Capable of testing to ISO/IEC 1705:2005 or a laboratory capable of meeting Standard Reference Mate-
rials of the National Institute of Standards and Technology (NIST), a non-regulated agency of the United States
Department of Commerce.

 All of PalmettoINSITU’s Cone Penetrometer (SCPTu and CPTu) Probes are:

 Manufactured by Vertek, a division of Applied Research Associates, Inc.(ARA);

 Vertek (VTK) series;

 1.75 inches (15 cm2 tip area);
And, are Capable of:

 Measuring Pore Water Pressure at the U2 Position;

 Performing Downhole Seismic Testing using Tri-Axial Geophones and;

 Recording the Deviation from Vertical (inclination) about the cone’s X and Y-Axis

 Cone Penetrometer Data Acquisition Systems:

 Are Manufactured by Vertek, a Division of ARA, Inc. and;

 Are Vertek (VTK) Series.

 Marchetti Flat Plate Dilatometer (DMT) Tooling
 Provided by GPE, Inc

 Membranes are H2.5, Unless Otherwise Specified
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RIG DESCRIPTION AND GENERALIZED DATA ACQUISITION PROCESS:

The geotechnical exploration program is performed using an S4-Scorpian, Manufactured by Vertek. The S4-
Scorpian:

 Rig Description:

 Anchors into the soil to achieve a thrust which can exceed 20 tons;

 Using anchors that may range in diameter from 300 to 500 cm;

 Which attach to hydraulically telescoping Anchors

 Uses a Bobcat T770 mini track loader with rubber tracks to convey and for hydraulical power;

 Has a combined weight, including Bobcat T770, and drill string, of approximately 12,000
pounds

 Generalized Data Acquisition Process:

The Processes Following Assumes the Instrument has Met its Pre-Test Inspection and Baseline
Requirements.

 All tests are pushed to the a target depth, the rigs maximum reaction, equipment failure or
maximum lateral support of the push rods.

 The CPT probe or DMT blade is connected to its required control system by pre-stringing a pre-
determined length of in-situ rods.

 CPTu data is acquired at a push rate of two centimeters per second.  The tip, sleeve friction,
pore water pressure and inclination are automatically recorded with relation to depth.

 Downhole Seismic Data is acquired at approximately one meter intervals, unless otherwise
specified.

 Dissipation data is acquired at a logarithmic rate with regards to dynamic pore water pressure
and depth.

 DMT data is collected at one foot intervals.  Delta-A and Delta-B, both pre- and post-sounding
are determined. The Z-reading, if necessary, is noted. A-readings and B-Readings are both
recorded with respect to depth.

SIGNIFICANT SOFTWARE UTILIZED FOR DATA REDUCTION, LOG AND GRAPH PRODUCTION:

Finalized Output is Routinely Published using RAPIDCPT.  However, PalmettoINSITU, LLC may use other
Software if Required.  The Client will be Notified in Advance if such a Situation Occurs.

 Bentley Systems, Inc. Supplied:
 gINT V8i SS2 Version 08.30.04.285 (gINT V8i Professional)

 Vertek Provided:
 Coneplot version 2.0.4 (Beta)

 CPT Processor version 1.7.19971

 Dataforensics, LLC
 gINT add-on: RAPIDCPT version 4.2.2.0
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1 – Sensitive,
Fine Grained
Soils

4 – Silt Mix-
tures-Clay Silt
to Silty Clay

7 – Gravelly
Sand to Sand

2 – Organic
Soils, Peats

5 – Sand Mix-
tures-Silty
Sand to
Sandy Silt

8– Very Stiff
Clay to
Clayey Sand

3 – Clays-Clay
to Silty Clay

6 – Sands-
Clean Sand to
Silty Sand

9 – Very Stiff
Fine Grained
Soils

SIGNIFICANT SOFTWARE UTILIZED FOR DATA REDUCTION, LOG AND GRAPH PRODUCTION (CONTINUED):

 Dataforensics, LLC (Continued):

 The application utilizes the Fuzzy CPT Soil Classification (Zhang & Tumay, 1999) algorithm
developed for the classification software created by Louisiana Transportation Research Center
(LTRC) under Project No. 98-3GT (Titi & Abu-Farsakh, 1999); its use in this application was
developed with the support and assistance under LTRC Project No. 10-2GT, Geotechnical Infor-
mation Database, Phase 2

Robertson and Campanella: 1990

SOIL BEHAVIOR TYPE (SBT) MATERIAL LEGEND:

NORMALIZED SOIL BEHAVIOR TYPES - ROBERTSON & CAMPANELLA (1990):
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Sands-Clean Sand to Silty
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to Sandy Silt
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Cone Penetration Test CPT-103
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Cone Penetration Test CPT-104
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Cone Penetration Test CPT-104A
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CPT Correlations 
References are in parenthesis next to the appropriate equation. 

 
General 
pa=atmospheric pressure (for unit normalization) 
qt=corrected cone tip resistance (tsf) 
fs=friction sleeve resistance (tsf) 
Rf = 100%·(fs/qt) 
u2=pore pressure behind cone tip (tsf) 
u0=hydrostatic pressure 
 
Bq = (u2-u0)/( qt-σvo) 
Qt=(qt-σvo)/ σ΄vo 
Fr=100% · fs/( qt-σvo) 
Ic = ((3.47-logQt)2 + (logFr+1.22)2)0.5      2 
ISBT = ((3.47-log(qc/pa))2+(logFr+1.22)2)0.5     23 

Ic J&D =��3− log (𝑄𝑡 ∙ (1 − 𝐵𝑞)�2 +  [1.5 + 1.3 ∙ log (𝐹𝑟)]2   27    

Ic J&B = ��3− log (𝑄𝑡 ∙ �1 − 𝐵𝑞� +  1�2 +  [1.5 + 1.3 ∙ log (𝐹𝑟)]2  28    
  
Ko 
K0 (1) Ko = (1-sinφ)OCRsinφ 

K0 (2)   Ko = 0.1(Qt)               1 

 
Stress History 
OCR = σp΄/σ’vo  
OCR (1)  σp΄ = 0.33(qt – σvo) - clays 8 
OCR (2)  σp΄ = 0.53(u2 – uo) - clays 9 
OCR (3)  σp΄ = 0.60(qt – u2) - clays 9 
OCR (4) OCR = 0.25 Qt

1.25 – clays 37 

OCR (5) OCR = � 0.192∗(𝑞𝑡 /𝑝𝑎 )0.22

(1−sin(∅′)∙(𝜎𝑣0′ /𝑝𝑎
0.31)

�
1

sin (∅′−0.27) – sands 35 

OCR (6) σp΄ = . 101 ∙ 𝑝𝑎 
0.102 ∙ 𝐺𝑚𝑎𝑥

0.478 ∙ 𝜎𝑣0′
0.420 – all soils 36 

 
 
N-Value 
N60 = (qt/pa)/[8.5(1-Ic/4.6)] 6 
 
Undrained Shear Strength 
Su (1)  Su = (u2 – uo)/Nu  where 7 ≤ Nu ≤ 9 10 
Su (2)   Su = (qt – σvo)/NkT  where 15 ≤ NkT ≤ 20  11 
Su (3)  Su = 0.091 * ((σ’vo

0.2) * (qt – σvo )0.8  21 

Su (4)  Su = (qc – σvo)/Nk    where 15 ≤ Nk ≤ 20  11 
Su (5)  Su = qt/Nc     where XXX ≤ Nc ≤ YYY 
Su (6)  Su = qc/Nc     where XXX ≤ Nc ≤ YYY 
 
Effective Cohesion 
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c' = 0.02 * σp΄                38 
Drained Friction Angle 
φ΄ (1)   φ΄ = 17.6 + 11.0Log[qt/(σvo΄)0.5] 1 
φ΄ (2)   φ΄ = arctan[0.1 + 0.38Log(qt/σvo΄)] 13 
φ΄ (3)   φ΄ = 30.8Log[(fs/σvo΄)+1.26]   (for clays or sands) 14 
φ΄ (4)   φ΄ = 29.5 Bq

0.121 (0.256 + 0.33 Bq + Log(Qt))    24 
 
Unit Weight 
ρ = γ/γw 
ρ = 0.8Log(Vs) Vs in m/sec 17 
 
Relative Density and Void Ratio 
DR (1)  DR = 100(qc1/305)1/2 where, qc1 = qc/( σvo΄)1/2 1 
DR (2)  DR = -1.292 + 0.268ln(qc · (σvo΄-0.5)) 18 
DR (3)  DR = (1/2.41)·ln(qc1/15.7) 3 
DR (4)   DR = 1/2.91 * ln((qc/(61* σ'vo 

0.71))*100          20 
DR (5)  DR = 100*(0.268*ln((qt/pa)/(σ'vo/pa)^0.5) – 0.675) 34 
 
eo = 1.099 – 0.204log(qc1) 1 
 
ED = 5 qt ID = 2.0 – 0.14(Rf) KD = ED/(34.7·ID· σvo΄)  
 
Compressibility 
M (1) = Rm ED  where Rm= function(ID, KD) see the following table  22 
 

ID <= 0.6 RM = 0.14 + 2.36 log KD 
ID >= 3 RM = 0.5 + 2 log KD 

0.6 < ID < 3 RM = RM,D + (2.5 - RM,D)log KD 
RM,D = 0.14 + 0.15(ID – 0.6) 

KD > 10 RM = 0.32 + 2.18 log KD  
RM < 
0.85 

RM = 0.85 

  
M (2)   M = qc·10(1.09-0.0075DR) sands     1 
M (3)   M = 8.25 (qt - σvo) clays     1 
M (4)  𝑀 =  𝛼 ∙ 𝐺𝑚𝑎𝑥  𝑤ℎ𝑒𝑟𝑒 0.02 <  𝛼 < 2 and 𝐺𝑚𝑎𝑥 𝑖𝑠 𝑓𝑟𝑜𝑚 𝑉𝑠 33 
 
Rigidity Index 
𝐼𝑅 = 𝑒𝑥𝑝 ��1.5

𝑀
+ 2.925� ∙ �𝑞𝑡−𝜎𝑣𝑜

𝑞𝑡−𝑢2
� − 2.925� where 𝑀 = 6 sin∅′ /(3 − sin∅′) 39 

  
Sensitivity 
St (1)   St = 7.5/Rf 2 
St (2)   St = (qt - σvo)/(15·fs) 2 
 
Fines Content 
FC = [(3.58-log(qt))2+(1.43+log(Rf))2]1.8 4 
FC = [5.31(Icfs)2.31]+9.61, where Icfs = [(1.95-LogQt)2+(logFr+1.78)2]0.5  
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Shear Wave Velocity 
 
𝑉𝑠(1) = 277 ∙ 𝑞𝑡0.13 ∙ 𝜎𝑣𝑜′

0.27 (sands) - m/s and MPa     29 
 
𝑉𝑠(2) = 1.75 ∙ 𝑞𝑡0.627  (clays) - m/s and kPa     30 
 
𝑉𝑠(3) = (10.1 ∙ log 𝑞𝑡 − 11.4)1.67 ∙ (𝑓𝑠

𝑞𝑡
∙ 100)0.3 (all soils) – m/s and kPa  31 

𝑉𝑠(4) = 118.8 ∙ log 𝑓𝑠 +  18.5    (all soils) – m/s and kPa  32 
𝐺𝑚𝑎𝑥 = 𝜌𝑉𝑠2  
 
Hydraulic Conductivity 
Lookup based on SBT and SBTn (1986 and 1990)     40 
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Normalized Soil Behavior Types - Robertson & Campanella (1990) 

 

 

 33 

Page 15 of 19



Non-Normalized Soil Behavior Types – Robertson & Campanella 
(1986) 
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APPENDIX IV 
 

Soil Laboratory Test Assignment Sheet 
Summary of Laboratory Test Results 
Laboratory Test Data Sheets (STB‐103A and STB‐104A) 
‐ Atterberg Limits, Index Properties versus Depth 
Laboratory Test Data Sheets (HA‐01 through HA‐04) 
‐ Electrochemical Test Results 

   

 



Project ID: P031751 Date Prep.: 2/23/2018
County: Dillon Prepared By: NC - BA
Project NamSC -45 Lester Road Org: F&R, Inc.

Soil Test 

Location

Sample 

Type/ID

Sample Depth 

(ft)

Atterberg Limits 

ASTM‐D4318

Moisture 

Content ASTM‐

D2216

Wash #200 ASTM 

D1140

Corrosion Series 

Testing (pH, 

Chloride, Sulfate, 

and Resistivity)

Remarks

STB‐103 SS‐4 6 – 8 X X X ‐

STB‐103 SS‐5 8 – 10 X X X ‐

STB‐103 SS‐7 12 – 14 X X X ‐

STB‐103 SS‐9 16 – 18  X X X ‐

STB‐103 SS‐10 18 – 20 X X X ‐

STB‐103 SS‐12 28.5 – 30 X X X ‐

STB‐103 SS‐14 38.5 – 40  X X X ‐

STB‐103 SS‐17 53.5 – 55  X X X ‐

STB‐104 SS‐3 4 – 6 X X X ‐

STB‐104 SS‐5 8 – 10 X X X ‐

STB‐104 SS‐7 12 – 14 X X X ‐

STB‐104 SS‐10 18 – 20 X X X ‐

STB‐104 SS‐11 23.5 – 25 X X X ‐

STB‐104 SS‐12 28.5 – 30  X X X ‐

STB‐104 SS‐17 53.5 – 55  X X X ‐

HA‐01 Bulk / HA‐01 0 – 10 ‐ ‐ ‐ X (AASHTO T289, T291, T290, and ASTM G187)

HA‐02 Bulk / HA‐02 0 – 10 ‐ ‐ ‐ X (AASHTO T289, T291, T290, and ASTM G187)

HA‐03 Bulk / HA‐03 0 – 10 ‐ ‐ ‐ X (AASHTO T289, T291, T290, and ASTM G187)

HA‐04 Bulk / HA‐04 0 – 10 ‐ ‐ ‐ X (AASHTO T289, T291, T290, and ASTM G187)



HA-01 0.0 NP NP NP

HA-02 0.0 NP NP NP

HA-03 0.0 NP NP NP

HA-04 0.0 NP NP NP

STB-103A 6.0 NP NP NP 4.75 8 SP-SM 18.9

STB-103A 8.0 75 26 49 4.75 27 SC 38.7

STB-103A 12.0 NP NP NP 4.75 3 SP 29.7

STB-103A 16.0 NP NP NP 4.75 4 SP 17.3

STB-103A 18.0 NP NP NP 4.75 3 SP 15.7

STB-103A 28.5 51 16 35 4.75 58 CH 41.7

STB-103A 38.5 NP NP NP 4.75 7 SP-SM 24.5

STB-103A 53.5 82 27 55 4.75 25 SC 41.8

STB-104A 4.0 NP NP NP 4.75 3 SP 7.7

STB-104A 8.0 NP NP NP 4.75 9 SP-SM 24.3

STB-104A 12.0 NP NP NP 4.75 4 SP 15.4

STB-104A 18.0 NP NP NP 4.75 6 SP-SM 33.6

STB-104A 23.5 NP NP NP 4.75 7 SP-SM 17.4

STB-104A 28.5 NP NP NP 4.75 6 SP-SM 26.0

STB-104A 53.5 26 17 9 4.75 31 SC 40.6

Liquid
Limit

Satur-
ation
(%)

Void
Ratio

Class-
ification

Water
Content

(%)

Dry
Density

(pcf)
DepthBorehole

SUMMARY OF LABORATORY RESULTS
PAGE  1  OF  1

Plastic
Limit

Plasticity
Index

Maximum
Size
(mm)

%<#200
Sieve

PROJECT NAME S-45 Lester Road over Little Pee Dee SwampPROJECT ID PO31751

PROJECT COUNTY Dillon

LA
B

 S
U

M
M

A
R

Y
  6

5V
01

74
 L

O
G

S
.G

P
J 

 S
C

D
O

T
 D

A
T

A
 T

E
M

P
LA

T
E

_0
1_

30
_2

0
15

.G
D

T
  3

/1
9/

18

BAzumah
Text Box
             Corrosion Series
Resistivity (ohms-cm), Chloride (mg/kg), Sulfate (mg/kg) & pH 

BAzumah
Text Box
499, 44, 65, 4.1/3.9 

BAzumah
Text Box
502, 37, 35, 4.2/3.9 

BAzumah
Text Box
493, 100, 39, 4.7/4.0 

BAzumah
Text Box
504, 22, 51, 5.1/4.0 
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APPENDIX V 
 

Geophysical Testing Result at S‐45 – Refraction Microtremor (ReMi) 
 

 
   



Refraction Microtremor (REMI) Results

Project:  S-45 Lester Road Over Little Pee Dee Swamp 3/20/18
Client: SCDOT Pee Dee RPG-2 Test Date: 3/8/2018 Record No.: 65V-0174

FROEHLING & ROBERTSON, INC.

Report Date:
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APPENDIX VI 
 

Geoprofessional Business Association (GBA) Document 
 
 

 
 



Geotechnical-Engineering Report
Important Information about This

Subsurface problems are a principal cause of construction delays, cost overruns, claims, and disputes. 

While you cannot eliminate all such risks, you can manage them. The following information is provided to help.

The Geoprofessional Business Association (GBA) 
has prepared this advisory to help you – assumedly 
a client representative – interpret and apply this 
geotechnical-engineering report as effectively 
as possible. In that way, clients can benefit from 
a lowered exposure to the subsurface problems 
that, for decades, have been a principal cause of 
construction delays, cost overruns, claims, and 
disputes.  If you have questions or want more 
information about any of the issues discussed below, 
contact your GBA-member geotechnical engineer. 
Active involvement in the Geoprofessional Business 
Association exposes geotechnical engineers to a 
wide array of risk-confrontation techniques that can 
be of genuine benefit for everyone involved with a 
construction project. 

Geotechnical-Engineering Services Are Performed for 
Specific Purposes, Persons, and Projects
Geotechnical engineers structure their services to meet the specific 
needs of their clients. A geotechnical-engineering study conducted 
for a given civil engineer will not likely meet the needs of a civil-
works constructor or even a different civil engineer. Because each 
geotechnical-engineering study is unique, each geotechnical-
engineering report is unique, prepared solely for the client. Those who 
rely on a geotechnical-engineering report prepared for a different client 
can be seriously misled. No one except authorized client representatives 
should rely on this geotechnical-engineering report without first 
conferring with the geotechnical engineer who prepared it. And no one 
– not even you – should apply this report for any purpose or project except 
the one originally contemplated.

Read this Report in Full
Costly problems have occurred because those relying on a geotechnical
engineering report did not read it in its entirety. Do not rely on an 
executive summary. Do not read selected elements only. Read this report 
in full.

You Need to Inform Your Geotechnical Engineer 
about Change
Your geotechnical engineer considered unique, project-specific factors 
when designing the study behind this report and developing the 
confirmation-dependent recommendations the report conveys. A few 
typical factors include: 
•	 the client’s goals, objectives, budget, schedule, and 
	 risk-management preferences; 
•	 the general nature of the structure involved, its size, 		
	 configuration, and performance criteria; 
•	 the structure’s location and orientation on the site; and 
•	 other planned or existing site improvements, such as 		
	 retaining walls, access roads, parking lots, and 			
	 underground utilities. 

Typical changes that could erode the reliability of this report include 
those that affect:
•	 the site’s size or shape;
•	 the function of the proposed structure, as when it’s 		
	 changed from a parking garage to an office building, or 		
	 from a light-industrial plant to a refrigerated warehouse;
•	 the elevation, configuration, location, orientation, or 		
	 weight of the proposed structure;
•	 the composition of the design team; or
•	 project ownership.

As a general rule, always inform your geotechnical engineer of project 
changes – even minor ones – and request an assessment of their 
impact. The geotechnical engineer who prepared this report cannot accept 
responsibility or liability for problems that arise because the geotechnical 
engineer was not informed about developments the engineer otherwise 
would have considered. 

This Report May Not Be Reliable
Do not rely on this report if your geotechnical engineer prepared it:
•	 for a different client;
•	 for a different project;
•	 for a different site (that may or may not include all or a 		
	 portion of the original site); or 
•	 before important events occurred at the site or adjacent 		
	 to it; e.g., man-made events like construction or 		
	 environmental remediation, or natural events like floods, 	
	 droughts, earthquakes, or groundwater fluctuations.

Note, too, that it could be unwise to rely on a geotechnical-engineering 
report whose reliability may have been affected by the passage of time, 
because of factors like changed subsurface conditions; new or modified 
codes, standards, or regulations; or new techniques or tools. If your 
geotechnical engineer has not indicated an “apply-by” date on the report, 
ask what it should be, and, in general, if you are the least bit uncertain 
about the continued reliability of this report, contact your geotechnical 
engineer before applying it. A minor amount of additional testing or 
analysis – if any is required at all – could prevent major problems.

Most of the “Findings” Related in This Report Are 
Professional Opinions
Before construction begins, geotechnical engineers explore a site’s 
subsurface through various sampling and testing procedures. 
Geotechnical engineers can observe actual subsurface conditions only at 
those specific locations where sampling and testing were performed. The 
data derived from that sampling and testing were reviewed by your 
geotechnical engineer, who then applied professional judgment to 
form opinions about subsurface conditions throughout the site. Actual 
sitewide-subsurface conditions may differ – maybe significantly – from 
those indicated in this report. Confront that risk by retaining your 
geotechnical engineer to serve on the design team from project start to 
project finish, so the individual can provide informed guidance quickly, 
whenever needed. 



This Report’s Recommendations Are 
Confirmation-Dependent
The recommendations included in this report – including any options 
or alternatives – are confirmation-dependent. In other words, they are 
not final, because the geotechnical engineer who developed them relied 
heavily on judgment and opinion to do so. Your geotechnical engineer 
can finalize the recommendations only after observing actual subsurface 
conditions revealed during construction. If through observation your 
geotechnical engineer confirms that the conditions assumed to exist 
actually do exist, the recommendations can be relied upon, assuming 
no other changes have occurred. The geotechnical engineer who prepared 
this report cannot assume responsibility or liability for confirmation-
dependent recommendations if you fail to retain that engineer to perform 
construction observation.

This Report Could Be Misinterpreted
Other design professionals’ misinterpretation of geotechnical-
engineering reports has resulted in costly problems. Confront that risk 
by having your geotechnical engineer serve as a full-time member of the 
design team, to: 
•	 confer with other design-team members, 
•	 help develop specifications, 
•	 review pertinent elements of other design professionals’ 			 
	 plans and specifications, and 
•	 be on hand quickly whenever geotechnical-engineering 			 
	 guidance is needed. 
	
You should also confront the risk of constructors misinterpreting this 
report. Do so by retaining your geotechnical engineer to participate in 
prebid and preconstruction conferences and to perform construction 
observation.

Give Constructors a Complete Report and Guidance
Some owners and design professionals mistakenly believe they can shift 
unanticipated-subsurface-conditions liability to constructors by limiting 
the information they provide for bid preparation. To help prevent 
the costly, contentious problems this practice has caused, include the 
complete geotechnical-engineering report, along with any attachments 
or appendices, with your contract documents, but be certain to note 
conspicuously that you’ve included the material for informational 
purposes only. To avoid misunderstanding, you may also want to note 
that “informational purposes” means constructors have no right to rely 
on the interpretations, opinions, conclusions, or recommendations in 
the report, but they may rely on the factual data relative to the specific 
times, locations, and depths/elevations referenced.  Be certain that 
constructors know they may learn about specific project requirements, 
including options selected from the report, only from the design 
drawings and specifications. Remind constructors that they may 

perform their own studies if they want to, and be sure to allow enough 
time to permit them to do so. Only then might you be in a position 
to give constructors the information available to you, while requiring 
them to at least share some of the financial responsibilities stemming 
from unanticipated conditions. Conducting prebid and preconstruction 
conferences can also be valuable in this respect. 

Read Responsibility Provisions Closely
Some client representatives, design professionals, and constructors do 
not realize that geotechnical engineering is far less exact than other 
engineering disciplines. That lack of understanding has nurtured 
unrealistic expectations that have resulted in disappointments, delays, 
cost overruns, claims, and disputes. To confront that risk, geotechnical 
engineers commonly include explanatory provisions in their reports. 
Sometimes labeled “limitations,” many of these provisions indicate 
where geotechnical engineers’ responsibilities begin and end, to help 
others recognize their own responsibilities and risks. Read these 
provisions closely. Ask questions. Your geotechnical engineer should 
respond fully and frankly.

Geoenvironmental Concerns Are Not Covered
The personnel, equipment, and techniques used to perform an 
environmental study – e.g., a “phase-one” or “phase-two” environmental 
site assessment – differ significantly from those used to perform 
a geotechnical-engineering study. For that reason, a geotechnical-
engineering report does not usually relate any environmental findings, 
conclusions, or recommendations; e.g., about the likelihood of 
encountering underground storage tanks or regulated contaminants. 
Unanticipated subsurface environmental problems have led to project 
failures. If you have not yet obtained your own environmental 
information, ask your geotechnical consultant for risk-management 
guidance. As a general rule, do not rely on an environmental report 
prepared for a different client, site, or project, or that is more than six 
months old.

Obtain Professional Assistance to Deal with Moisture 
Infiltration and Mold
While your geotechnical engineer may have addressed groundwater, 
water infiltration, or similar issues in this report, none of the engineer’s 
services were designed, conducted, or intended to prevent uncontrolled 
migration of moisture – including water vapor – from the soil through 
building slabs and walls and into the building interior, where it can 
cause mold growth and material-performance deficiencies. Accordingly, 
proper implementation of the geotechnical engineer’s recommendations 
will not of itself be sufficient to prevent moisture infiltration. Confront 
the risk of moisture infiltration by including building-envelope or mold 
specialists on the design team. Geotechnical engineers are not building-
envelope or mold specialists.

Copyright 2016 by Geoprofessional Business Association (GBA). Duplication, reproduction, or copying of this document, in whole or in part, by any means whatsoever, is strictly 
prohibited, except with GBA’s specific written permission. Excerpting, quoting, or otherwise extracting wording from this document is permitted only with the express written permission 
of GBA, and only for purposes of scholarly research or book review. Only members of GBA may use this document or its wording as a complement to or as an element of a report of any 

kind. Any other firm, individual, or other entity that so uses this document without being a GBA member could be committing negligent

Telephone: 301/565-2733
e-mail: info@geoprofessional.org   www.geoprofessional.org
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