
Core Log 

 

I-526 Eastbound PCC Section Before Long Point 

 

Direction Mile Marker Core Number Concrete 
Thickness (in) Base Material Notes 

East Bound 26.2 1 11.0 Sand Clay Shoulder 
(Edge) 

East Bound 26.2 2 11.0 CSAB Shoulder 
(White line) 

East Bound 26.2 3 11.25 CSAB Mainline 
(7” from white line) 

East Bound 26.2 4 11.0 CSAB Mainline 
(30” from white line) 

  

 


